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INFORMATION

ZORN STENDAL S. 83

BEARING CAPACITY TEST ON SUBSOIL AND GRANULAR LAYERS

Relationship between:

1. Solidify factor, % of density, PROCTOR-density Dpr
2. Static plate bearing test Ev2
3. Dynamic deformation module Evd

This comparison depends on the type of soil.
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Classification of gravel and sand

Particel size (diameter, mm)
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